MATERIALS / 01

Technical Textile V-01

Material reference record for early review. Confirm final material selection against the approved project
specification before production.

Parameter Value Test standard
Weight 480 g/ nt ISO 2286-2

Tensile strength 2800 / 2600 N/ 5cm ISO 1421
Translucency 42% Measured at 550nm

Publication boundary

Values in this document are the published V-01 reference record. Final material approval belongs to the project
specification.
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